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Specific Surface Area (m2/g)  = 52 - 65

Density (g/cm3) = 2.2 - 2.4

Average Particle Size (nm, incl. coating) = 40 - 50

Moisture Content (wt.%) = < 1

Crystal phase core = Silicon Si

Amorphous phase carbon shell

Silicon (wt. %) = > 93

Carbon (wt. %) = 2.5 - 4

Oxygen (wt. %) = < 3

Iron (wt. ppm) = < 40

Chromium (wt. ppm) = < 20

Nickel (wt. ppm) = < 5

Uniform carbon coating = 1 - 2 nm

Particle size distribution

Sample TEM picture
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